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TEST REPORT

No: WT25A80008

Entrusted by: EXPOCASA S.A.S
Sample Name: DOGE MATT
Type/Model: 600mmx>600mmx [ Omm
Test Type: Entrusted testing
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China Testing & Certification International Group Shaanxi Co., Ltd.
National Quality Inspection and Testing Center of Building and Sanitary Ceramics

TEST REPORT

No: WT25A80008 Page 1 of 2
Sample name DOGE MATT Test type Entrusted testing
Entrusted by EXPOCASA S.A.S Brand /

Entrusting / Telephone
Via C,Cerato, 14-35122 Padova, Italy /
unit address number
Manufacturer / Grade High-class
Production
Type/Model 600mm > 600mm > 10mm /
date / Batch
. : . Date of sample
Sample state Meet the inspection requirements / 2025-06-17
arrival
Sample _
21 pieces Test date 2025-06-17~~2025-06-25
quantity
Testing s ; / .
The test basis for each item is detailed on the data page.
reference
Judgement ol
GB/T 4100-2015 Ceramic tile
reference

Testing item | See page 2

The tested items compliance technical requirements of Annex G of GB/T 4100-2015. The

test results on page 2.

Conclusion

Notes: 1. Testing location: Project No. 16: No. 2751, Fengdong Avenue, Fengdd@g Ne X i‘ﬁ %xwf{ New
Area, Shaanxi Province, China; Other projects: Room 103, Building 13, No‘i‘thrﬁa;dﬁﬁ«ﬁ Liandong
Yougu, East Second Zone, Jiansha Road, Danzao, NanhaiDistrict, Foshan, Guangdong, China.
2. N/A means not applicable.
3. Sample description: Nominal size: 600mmx 600mmx=10mm , Work size: 600mmx600mmx=10mm , B
Ia, For wall and floor, Glazed, Even.

4. This is only translated English test report. If have any questions, please refer to Chinese test report.

Approved by:

. / :
lwﬂned by: W Composed by: &N/ m

Inspection unit address: No. 2751, Fengdong Avenue. Fengdong New City, Xixian New Area, Shaanxi
Province. China Telephone number: 029-68225880 Zip code: 710116
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China Testing & Certification International Group Shaanxi Co., Ltd.
National Quality Inspection and Testing Center of Building and Sanitary Ceramics

TEST REPORT

No: WT25A80008 Page 2 of 2
No. Test item ROGIxpCN I Op Test result Ind1v1d}1al Test reference
standard conclusion
-0.06%~-0.01%
+0.6%, +2. P GB/T 3810.2-2016
1 |Length 0.6%, =2.0mm O EBe 0, S Imists ass 38 0
-0.10%~-0.03%
2 |Width +0.6%, £2.0mm 9el 0% J7 Pass GB/T 3810.2-2016
-0.59mm~-0.17mm
3 |Thickness <13.5mm 10.0mm Pass s
+1.90%~+3.10%
. £, 159 20, 5.
4 |Thickness deviation 5%, £0.5mm o Vo S0 it Pass GB/T 3810.2-2016
-0.02%~-0.01%
5 |[Straightness of sides +0.5%, +£1.5mm OD2% ; Pass GB/T 3810.2-2016
-0.15mm~-0.05mm
-0.02%~+0.01%
i +0.5%, £2. 2
6 |Rectangularity 0.5%, £2.0mm It i Pass GB/T 3810.2-2016
7 |Surface flatness +2.0mm -0.27mm~—~-0.17mm Pass GB/T 3810.2-2016
Observed from 1.0m, at
8 |[Surface quality least 95% of the main area|  No visible defects Pass GB/T 3810.2-2016
is no visible defects.
: Average: E<0.5 Average: 0.06
Water absorpt % o o R /T 3810.3-
Y R e ansamMOn (O Itndividual BSB6 Individual: 0.05~0.07 | 2% | OB/T3810.3-2016
Thickness>7.5mm, >1300
Breaki b 7 Mg A : 4-
10 |Breaking strength (N) Thickness<7.5mm, 5700 verage: 2047 Pass GB/T 3810.4-2016
Modulus of rupture Average: 235 Average: 43
P / A4-
1 lovpay Individual: >32 Minimum: 41 WP RPRNE
Unglazed
5 |Abrasion (n?li f‘)ze Individual: <175 N/A N/A | GB/T 3810.6-2016
ist
PPN | Glazed, . |Report theresultof test 4 Class ( 2100 Cycles ) GB/T 3810.7-2016
: ; No crazing on glazed| No crazing on glazed GB/T
C t
LY i mang Tagistance surface surface Pass 3810.11-2016
Coefficient of stati ,
14 f)e. VAPITREN Individual: >0.50 Dry minimum: 0.67 Pass GRDANE-20)3
friction Annex M
15 Resistance |Glazed Minimum 3 Class 5 Class Pass GB/T
to staining |Unglazed Report the result of test N/A 3810.14-2016
Household
chemicals and |Glazed: Minimum GB GA p
¥ /Y i ass
swimming Unglazed: Minimum UB
Resistance |[pool salts
16 to Low GB/T
chemicals |concentration |Report the result of test STy 3810.13-2016
(Class) acids & alkalis
High
concentration |Report the result of test vy
acids & alkalis
(Blank)
Notes: /

Inspection unit address: No. 2751, Fengdong Avenue, Fengdong New City, Xixian New Area, Shaanxi

Province. China
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Telephone number: 029-68225880

Zip code: 710116
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Notice

1 ARIETCALRE LT HE" MREETH.
This test report is invalid without the seal.

2. AIRETL il WL " BT
This test report is invalid without the signatures of the related persons.

3. ARERE . W EEN TR
This test report is invalid if erased, altered or copied partially.

4. MAMEEA RN, MTWEREZ B+ H A RALRERE, aarzH,
Any doubt should inform us within 15 days after receiving the test report.

5. BHHAR RIS A BEE BRI AGRME E R LT RRmAas R
ASCILE R WA R B4 R i BT R 00 B A5 PR O
The test samples and commission information are provided and responsible by the
applicant. Test results prove the items conformity of the samples only.

6. AR KA hARsK, SLENE R PIARIRS:, B TR A 5 kLS, 5
RENBETLR
This test report is printed on anti—counterfeiting paper. Its copy should have grid
shading. The numbers on the back of the data sheet are random numbers not related

with the report.

A A & 05 X

Hh hk: BRVE 4 P ORT IX I AR BRI AR KiE27515
W SEEZ . 4006030606 (029 ) 68225880

WEAW: (029) 68225839/ ctereportinquiry @ 126.com
R %: 710116
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